COMBINED METALS OF CHICAGO LLC B

CHROME, NICKEL, MOLYBDENUM, MANGANESE, TITANIUM AND IRON SURCHARGES m
FOR ORDERS SHIPPED R
Apr 04, 2021 Through May 01, 2021

SURCHARGE PER POUND OF STAINLESS STEEL

AISI GRADE Jan-21 Feb-21 Mar-21 Apr-21 May-21 Jun-21 Jul-21 Aug-21 Sep-21 Oct-21 Nov-21 Dec-21
201/201LN 4% S 0.5538 S 06142 S 0.6408 | S 0.7117
201/201L 5% S 05820 (S 06441 (S 0.6724 | S 0.7707
301/ 6% S 06588 | S 07286 | S 07532 | S 0.8294
301/ 6.6% $ 07063 | $ 07786 | S 0.8057 | $ 0.8683
301/ 7.0% $ 07323 S 08063 (S 0.8350 | $ 0.9036
302/304/304L 8% $ 08058 |S 0.8842| S 09170 | S 0.9683
304/304L 8.5% S 0.8383 S 09189 | S 0.9538 | $ 1.0027
304/304L 9% $ 08708 | S 09537 |$ 0.9905 | $ 1.0369
304/304L9.5% $ 09034 |S 09885 | S 1.0274 | $ 1.0713
305115 S 107035 1de6s|$ 1216]s 1216 | [ | | | | |
309/309S S 1.0996 | $ 1.1956 | S 1.2447 | S 1.2933
310/310S S 15721 $ 16987 (S 1.7765| S 1.7990
316/316L S 10648 | S 1.1697 | $ 1.2459 | $ 1.2957
316TI $ 11013 | $ 1.2111 | $ 1.2903 | $ 1.3581
317/317L S 12194 S 13374 S 14354 | S 1.6346
321 S 0.8622 | $ 09486 | S 0.9868 [ $ 1.0275
347 $ 11718 | S 1.2543 | $ 1.2911 | $ 1.2661
409/409L/409ALUM/UF S 02240 S 02704 S 0.2716 | $ 0.3273
409Ni $ 0.2932|$ 03396 | S 0.3408 [ $ 0.3847
410 S 0.2305|S$ 02741 S 0.2741| S 0.3486
410S $ 02305|S 02741 | S 0.2741 | $ 0.3413
420 S 0.2348 | S 02782 | S 0.2782 | $ 0.3497
430/430UF $ 02682 S 03115| $ 0.3115 | $ 0.3940
434 S 03228 S 03728 S 0.3860 | $ 0.5121
436 $ 03228 |$ 03728|$ 0.3860 [ $ 0.5819
436L S 03309 S 03833|S 0.3974|$ 0.5209
439/439 ALUM $ 02762 | S 03242 | S 0.3260 | S 0.4105
444 $ 05218 | S 05828 | $ 0.6145| S 0.6551
15CR-5Ni* $ 05934|S$ 06546 | $ 0.6720 | S 0.7567
17-4PH $ 05799 | S 06393 |$ 0.6553 | $ 0.7319
17-7PH S 07428 | S 08178 | $ 0.8472 | S 0.8905
18CRCB-441 $ 04636 | S 05092 |$ 0.5101 | $ 0.5342
18SR $ 05287 |$ 05741 |$ 0.5750 | $ 0.5992
2205 $ 0.8833|S 09757 | $ 1.0520 | $ 1.1764
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